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nominal core

A tnom tcore g fy fu Zn SP 15

B mm mm kg/m2 MPa MPa g/m² µm

1. 0.70 0.69 9.81 350.0 420.0 100 15

2. 0.80 0.79 11.21 350.0 420.0 100 15

3. 0.90 0.89 12.62 350.0 420.0 100 15

4. 1.00 0.99 14.02 350.0 420.0 100 15

5. 1.10 1.09 15.42 350.0 420.0 100 15

6. 1.20 1.19 16.82 350.0 420.0 100 15

7. 1.50 1.49 21.03 350.0 420.0 100 15

T153-840   (En3T153-840Z100Vim.ppf / 733828.49082703)
T153-40L-840 - Z100 - Positive - Narrow flange against support.
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